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PEL3-035 20020077 AB9199 101Q1Q 252654 1010 13.50 mm
C Mn P S Si | Cu| M Cr | Mo | Sn

Spec. Hin * 08 | .30
Acluat 09 [ 48 | 007].013) 13| 19 | 07 | 080 016 014
Spac. Max* 43 | .60 | .040 | .050

This is to cartify Lhal haat number AB3139 is in conformance with the required specifications.

Heat analysis oblaned by test methods ASTM E415 and ASTM E1019.

“Minimum and masmum refer to the required customer specification.
This is io certify that the matesal is in conformance with the required specifications.
Radioactive emisaiors are at background leveis.
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