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[ MILL TEST CERTIFICATE ]

IVACO ROLLING MILLS Lp

A HENTG O PAN Y

P.0BOX 322, 'ORIGNAL, ONTARIO, CANADA K08 10
TEL: (513) 6754671 FAX: (613) 6756855

NVIAG

10694 0002 PELLUS MANUFACTURING
7045 INDUSTRIAL DRIVE

BOX 208
COMBER (ON} NOP 140 o Vs b Lab Code 200143.0
ATTENTION : Bernie Dupuis FAX : (519) 6876337
Date RoMled  11-Apr-2008 Date Chemical Analysis Performed 01-Apr-2008
P.O e Orde he s he » De pec Ko 0 0 = 0 Hillet Orde de [Via ato
PEL3-035 20020879 AS2013 1018 263229 1018 15.00 min
C Mn P 8 Si Cu Ni Cr { Mo | Sn Al N B v
Spec. Min ~ .15 | .60
Al 36 | 68 |.008].018] 19| 20| 09 |.120 | 028 ¢ .023 005 |.0090].0000] .003
Spec. Max 20 | .90 | .040] .050
This is o certify that heat number AS2012 is in confanmance with the nequired specifications.

Heat analysia cbiaimed by test methods ASTM E445 and ASTM E1015,
“Minimum and maximum refer to the required cussomear specification,
This is 30 certify than tha metenal ks in corformance with the required spacitications,
Radiaactive emissions are st background vals,

WMoy Ettzerio Demers

APPROVED 8Y : ! ISSUED BY QUALITY ASSURANCE :
Supervisor, Chamistry tory and Billet Inspaction Date: 15 Apr 2008 Spedification Clark
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