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NVIAD

Lab Code 200143-0

Date Roled  11-Apr-2008 Date Chemical Analysis Performed  10-Agr-2008
P.O g rd he a » 0 c n Re 0) 0 oy P3 0 Hillet Orde ade BE
PEL3-035 20020568 AS2164 1018 263377 1018 15.00 mm
C | M| P s Si 1 Cu Ni CriMo]| Sn | Al N B \'
Spoc, Min * 15 | .80
Acual A9 | 73 1.007).014] 21 { 18] 07 | 050 .018 -.013 | .005 [.0079].0001] .002
Spoc. Ma" .20 | .90 | .040 ] .050

This i 1o eartify that heat number AS2 164 i in conformanca with the required Kpaciicatons.

Heat analysis cbtained by test methods ASTM E415 and ASTM E1015.
“Mnimuarm and maximum refer to the required cusiomer specificstion,
Thia is bo certify thal the matenial is in conformance with the: reqlired specitications,
Radicact issions ane at backy dfevaic,

APPROVED BY : T

Supervigor, Chemistry La ory and Billet Inapection

Thﬁumﬁuu:hﬂMnrmmp(hu.ﬂhﬂutmewﬁmappmd«mm
Gove:

&W 2)6#76 rs

Specification Clerk

ISSUED BY QUALITY ASSURANCE .
Date: 15 Apr 2008

ingM‘hLP.lHoimﬂompany.ThhuﬂfmlsnmlnbeuudbyhediemudimpmuamomhyNVLAPormywofme u.s
mment. NVLAP only covers the chemistry presenied within this certificate, Nlomud-ulsnmmwuwwmiuim.
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