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Physical Test Report

WORK ORDER HEAT NUMBER
032489 AB5814
SALES CRDER/RLS

018095 /1

CUSTOMER P.Q. CUSTOMER PART QUANTITY  GOILS LADING NO SHIPMENT DATE
STOCK 13.00-1018 10,220 Ibs 3 00029368 0211272008
SPECIFICATION PIQ1018130-01
13.00mm (0.5120") 1018 1Q, Clean/Coat, Clean/l.ime, Pellus Manufacturing, 7213.91.6000
PHYSICAL TEST REQUIREMENTS
Chemical {value of 9 = nla)
c Mn P S8i Cu Ni Cr Mo Sn Al
.1800  .&900 .0070 L0080  .2400 L2000  .0900 .0900 .0240 .0210  .0040
B v N
L0000 0010 .0103
Mechanical - Summary
TEST NIT HIGH LOW AVERAGE
Diameter {inch) in 512 509 510

End of Physical Test Report

| aftest that ihe results are a true and correct copy of the records prepared and maintained by SIVACO

Authorized by: Graham Benoit, QA Manager

Ontario in compliance with the requirements of the cited specification. Chemistry is as reported by the rod /

bar supplier, This test report cannot be reproduced or distributed, except in full, without the written

permission of SIVACQ Ontario.
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